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ÅVisualisation of grain damages by X -
ray CT system
ðSmall one dimensional compression test

ÅGrain damages during compression by 
DEM crushable materials
ðsimulation



Small one dimensional compression test
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Visualisation of grain crushing during compression

Masado (0.64-0.90)

Specimen size 

4mm in diameter 10mm in height

X-ray CT system

resolution of about 5.8 mm/voxel



Visualisation for grain damages during 1D compression
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